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®Hitachi Metals, Lid.

Yasugi Works
2107-2, Yasugi-cho, Yasugi-shi, Shisane-ken
692-8601 Japan

HITACHI

XS Order No:  \SHO\ PHUUNGTRANGTNG /R i & Report No:

FERRHE Heat Mot

| #8578 Date! May. 16, 2022 |
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SFTE Material: YXMI N\ Jon_

“Hif Sizet F23(+2-0)X310(+6-0) X3600-4800

We hereby certify that the material described herein has been

made and tested in accordance with the reguirements of
the purchase spacification with satisfaclory results.

HALRIE Condition: Anned aie W AAAAEL Quantity{pes.): 3 AN Mass (kg): 800
el BHR Our Ref Fa: 59-252-5XNV-07
DAL RS Chenical Composition % 2) BUNIREAER Heat Troatment
%4 Elements [o3 SI N P S NI CR W 0] v co L&l BEV A Test Piece (HT1)
B Ak Spec. 0.80 0.15 0.25 MAX MAX HAX 3.80 6. 00 4. 80 1.80 MAK HAX PH. 880°C
-0. 90 0. 35 ~0. 40 0. 030 0. 010 0.30 ~4. B0 -7. 00 ~5. 80 =2, 30 1. 00 0.30 0.1210°C X 1508 04
Ladle 0. 90 0.23 0.31 0. 020 <0. 001 0.17 3.99 6.15 5.02 1. 86 0.12 0.03 T.560°C X 1h AC X 2
DA E (Hardness (As Shipped)) )~ 7 a flf (Macrostructure) 5) 2 7 o iR (Microstructure) 6) it (Decarburization)
- FRAE Spec. 34 Result - ##% Spec. HZER Result - R Spec. il Result - I Spec. LY Result
THE ltem TP No — N A Item TP No — = A Iten TP No — oz BB Item TP No. -+ -
PLER - MAX255 HBW 223 S GOOD GOOD ffir GOOD GOOD fafie GOOD GaoD
Test Piece Evaluation [Evaluation Evaluation
7) PGS =
(llardness After Heat Treatment) (HT1)
- i Spec. 34 Result
JEE Ltem TP No, — ~
B MING64 HRC 66.2
Test Piece
[BR3FEA Inspection Item FEEARFE Dimensional Inspection  :600D .‘mam@mm\?%mﬂﬂnﬁm..w‘wn I - .
SVHLIRTE Visual Inspection {6000 |BHEHER Material Check 600D Soam b S e o dhectfication Reauiraonts.
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